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3/16” deep x 1” x 6” pitting at haunch
3/16” deep x 1” x 6” pitting at haunch



Pitting to 1/8” deep at diaphragm connection
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Pitting to 1/8” deep at diaphragm connection

 
Bm. 2




3/16’ pitting to the web and bottom flange 3’ long
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Pitting to 1/8” deep at diaphragm connection

 
Bm. 3




Pitting to 3/16” deep 8” x 18” 

3/16” deep x 6” x1”
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Bm. 4



3/16” deep pitting
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Bm. 5





3/16” deep pitting to each face


3” x 24”
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