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Span 25

Pitted to 1/8” deep x 1 “ wide 
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40% section loss to
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1” x 3” hole at the deck haunch
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                  24” x 6” x 5/8”  T shaped retro fit
Bottom left flange ¼” deep pitting at bolt
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Left bottom flange has up to ¼’ deep pitting
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10% section loss to lower flange at repair
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	 Arch Street

	Date 04/6/15
	

	Dist 6
	Co (60) Pulaski
	Rte 367
	Sect 13/0
	Log 9.87
	 Bridge 02066


3/16” pitting to bottom flange





10% section loss








