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Active rust


      
Pitting to ¼” deep x 1” wide x8”
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                                                                                                                  Pitting to 3/16” deep               

 Lower flange is down to knife edge
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 3” x 7” Hole in web pitting to 3/16”
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Pitting to 3/16” deep at haunch
                
Bm. 2


                                                                                                                      15” x12” T shaped retro fit

4” x 4” x 3/8”


Angle added to


Each face of web.


Centered over bearings




1’ inch hole in lower web                                     24” x  5” x 5” 


                                                                         ¾” angles on both faces


Bm. 3


6”

Pitting to 1/8” deep each side

24”

  Pitting to 3/16” deep x 1” x 6”


Pitting to 1/8” deep on the web along repaired section

50% section loss                                                           

6” x 12”
Bm. 4


                                                                                                               3/16” deep pitting to top of bottom flange 
                                                                        & lower web 4”tall
    1/8” deep pitting
    1” wide x 8” long





12”


12”

Bm. 5
Pitting to 1/8” deep on the left side 6” x 18”
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30% section loss








