
 

NOTES 
 

R/C CHANNEL BEAMS 
 
 
SPAN # 1 
 
  BEAM # 

1. Minor spall with rebar exposed, approx. 3 LF, and major and minor horizontal cracks in bottom 
of right leg. Exposed rebar has minor section loss. High density of map cracking in soffit of deck 
panel. Spall with rebar exposed in diaphragm over pier # 2. 

2. Minor spall in left leg. Minor to moderate horizontal cracking. 
3. Minor to moderate horizontal cracking. 
4. Moderate spall with rebar exposed, approx. 1 LF in bottom of left leg. 
5. Moderate horizontal cracks, some delamination in bottom of right leg. 
6. Moderate horizontal cracks, some delamination in bottom of right leg.  
7. Moderate horizontal cracks, some delamination in bottom of both legs. 

 
SPAN # 2 
 
  BEAM # 

1. Minor spall with rebar exposed, approx. 1 LF in bottom of right leg. 
2. Moderate spall with rebar exposed, approx. 6 LF, major horizontal cracks in bottom of left leg 

and moderate horizontal cracks in bottom of right leg. 
3. Minor horizontal cracks. 
4. Minor to moderate horizontal cracking in bottom of left leg. 
5. Minor horizontal cracks. 
6. Minor spall with rebar exposed, approx. 2 LF, and minor to moderate horizontal cracks in bottom 

of right leg. 
7. Moderate spall with rebar exposed, approx. 8 LF in bottom of left leg. 

 
SPAN # 3 
 
  BEAM # 

1. Moderate spall with rebar exposed, approx. 3 LF in bottom of right leg. Also minor to moderate 
cracking. Exposed rebar has minor section loss. 

2. Minor horizontal cracks in bottom of right leg. 
3. Minor horizontal cracks. 
4. Minor horizontal cracks. 
5. Minor horizontal cracks. 
6. Minor horizontal cracks. 
7. Moderate horizontal cracks in bottom of left leg. 

 
SPAN # 4 
 
  BEAM # 

1. Minor horizontal cracks in legs. 
2. Minor horizontal cracks in legs. 
3. Minor horizontal cracks. 
4. Minor and moderate horizontal cracks in bottom of both legs. 
5. Moderate horizontal cracks in bottom of right leg, some delamination were beam sits on cap at 

pier # 4. 
6. Minor horizontal cracks in bottom of left leg and moderate horizontal cracks in bottom of right 

leg. 
7. Minor horizontal cracks in bottom of both legs. High density of minor cracks on the outside over 

pier #4. 
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