ARKANSAS DEPARTMENT OF TRANSPORTATION

aor

. ARKANSAS DEPARTMENT
OF TRANSPORTATION

SUBSURFACE INVESTIGATION

STATE JOB NO. 090384

FEDERAL AID PROJECT NO. STPF-CA-0004(67)

PEA RIDGE NATIONAL MILITARY PARK MITIGATION (S)

STATE HIGHWAY ~=- SECTION -

IN BENTON COUNTY

The information contained herein was obtained by the Department for design and
estimating purposes only. Itis being furnished with the express understanding that said
information does not constitute a part of the Proposal or Contract and represents only the
best knowledge of the Department as to the location, character and depth of the materials
encountered. The information is only included and made available so that bidders may
have access to subsurface information obtained by the Department and is not intended
to be a substitute for personal investigation, interpretation and judgment of the bidder.
The bidder should be cognizant of the possibility that conditions affecting the cost and/or
guantities of work to be performed may differ from those indicated herein.









ARKANSAS

DATE
JOB NUMBER

FEDERAL AID NO.

PURPOSE
SPEC. REMARKS
SUPPLIER NAME

STATE HIGHWAY AND TRANSPORTATION DEPARTMENT -

- 12/04/09

- 090065

MATERIALS DIVISION

TO BE ASSIGNED

- SOIL SURVEY SAMPLE

NAME OF PROJECT -
PROJECT ENGINEER -
ARKANSAS

PIT/QUARRY -
LOCATION -
SAMPLED BY
SAMPLE FROM -
MATERIAL DESC.

LAB NUMBER
SAMPLE ID
TEST STATUS

STATION
LOCATION

DEPTH IN FEET

MAT'L COLOR
MAT'L TYPE

LATITUDE DEG-MIN-SEC
LONGITUDE DEG-MIN-SEC

% PASSING

LIQUID LIMIT

PLASTICITY INDEX

AASHTO SOIL
UNIFIED SOIL

o

ACHM SURFACE
ACHM BINDER

% MOISTURE CONTENT

AGG BASE CRS CL7

REMARKS

1

AASHTO TESTS :

NO SPECIFICATION CHECK
STATE
AVOCA -
NOT APPLICABLE

NORTH GARFIELD

T24 T88 TBY9 TO0 T265

Z=AUGER REFUSAL, W=MULTIPLE LAYERS, X=STRIPPED
LOCATIONS MEASURED FROM CENTERLINE OF CONSTRUCTION

LITTLE ROCK, ARKANSAS

MICHAEL BENSON, MATERIALS ENGINEER
*%% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT *%%

SEQUENCE NO. - 4
MATERIAL CODE - SSRVPS
SPEC. YEAR - 2003
SUPPLIER ID. - 1
COUNTY/STATE - 04
DISTRICT NO. - 09

BENTON COUNTY DATE SAMPLED - 11/02/09
- D.KRAFT DATE RECEIVED - 11/09/09
TESTHOLE DATE TESTED - 11/24/09
- SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
20093162 - 20093163 ~ 20093164
S855 - S856 - 8857
INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
139400 - 139+00 - 139400
6'RT " 17'RT © S50'RT
0-2.5% ~0-5 © 0-5
RED _ RED _ RED
36 24 50.60 - 36 24 50.60 - 36 24 50.60
94 04 13.80 94 04 13.70 94 04 13.30
2 IN., . ;
1 E/2 TN - -
3/4 IN. - -
3/8 IN. - -
NO. 4 100 ~ 100 ~ 100
NO. 10 92 . 94 ] 89
NO. 40 78 - 84 B 75
NO. 80 73 . 80 - 7
NO. 200 67 75 67
41 - 36 - 35
26 - 20 - 19
A-7-6(15) - A-6(13) T A-6(9)
22.4 25.0 ) 18.3
(IN) 5.75W - 3.0 - .
(IN) 2iil] 2 = o
(IN) 8.0 - 6.0 -



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT - LITTLE ROCK, ARKANSAS
MATERIALS DIVISION
MICHAEL BENSON, MATERIALS ENGINEER
**%* GSOII, SURVEY / PAVEMENT SOUNDING TEST REPORT *#*%*

DATE - 12/04/09 SEQUENCE NO. - 5
JOB NUMBER - 090065 MATERIAL CODE - SSRVPS
FEDERAL AID NO.- TO BE ASSIGNED SPEC. YEAR - 2003
PURPOSE - SOIL SURVEY SAMPLE SUPPLIER ID. - 1
SPEC. REMARKS - NO SPECIFICATION CHECK COUNTY/STATE - 04
SUPPLIER NAME - STATE DISTRICT NO. - 09
NAME OF PROJECT - AVOCA - NORTH GARFIELD (S)
PROJECT ENGINEER - NOT APPLICABLE
PIT/QUARRY - ARKANSAS
LOCATION - BENTON COUNTY DATE SAMPLED - 11/02/09
SAMPLED BY - D.KRAFT DATE RECEIVED - 11/09/09
SAMPLE FROM - TESTHOLE DATE TESTED - 11/24/009
MATERIAL DESC. - SOIL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20093165 - 20093166 - 20093167
SAMPLE ID - 8858 . 8859 - 88560
TEST STATUS - INFORMATION ONLY - INFORMATION ONLY - INFORMATION ONLY
STATION - 147400 - 147400 - 147+00
LOCATION - B8'LT - 1'RT © 29'RT
DEPTH IN FEET - 0-4% " 0-3.5% T 0-5
MAT'L COLOR - RED _ RED _ RED
MAT'L TYPE s - .
LATITUDE DEG-MIN-SEC - 36 24 58.10 - 36 24 58.10 = 36 24 58.00
LONGITUDE DEG-MIN-SEC - 94 04 11.50 94 04 11.40 94 04 11.00
% PASSING 2 IN, - - .
11/2 IN. - - -
3/4 IN. - # -
3/8 IN. - - B
NO. 4 - 100 ~ 100 ~ 100
No. 10 - 93 _ 94 B 95
NO. 40 - 79 - 80 - 84
NO. 80 - 73 2 74 - 79
NO. 200 - 66 67 75
LIQUID LIMIT - 35 - 44 - 61
PLASTICITY INDEX = 20 - 27 - 42
AASHTO SOIL - A-6(11) - A-7-6(186) - A-7-6(31)
UNIFIED SOIL - - -
% MOISTURE CCNTENT = 26.0 - 31.4 B 32.8
ACHM SURFACE (IN) - 4.5 = 5.5W -
ACHM BINDER {IN) = 2.0 - o - .
ACHM SURFACE (IN) - 3.5 = . = .
ACHM BINDER (IN) ~ 2.5 - _ B .
AGG BASE CRS CL7 (IN) _ s @ T g -
REMARKS - Z=AUGER REFUSAL, W=MULTIPLE LAYERS, X=STRIPPED

- LOCATIONS MEASURED FROM CENTERLINE OF CONSTRUCTION

AASHTO TESTS : T24 T88 T89 T90 T265



ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT

DATE -
JOB NUMBER =
FEDERAL AID NO.
PURPOSE =
SPEC. REMARKS
SUPPLIER NAME -
NAME OF PROJECT
PROJECT ENGINEER

1

12/04/09

090065

TO

MATERIALS DIVISION

BE ASSIGNED

SOIL SURVEY SAMPLE
NO SPECIFICATION CHECK
STATE

AVOCA - NORTH GARFIELD (S)

NCT APPLICAELE

- LITTLE ROCK, ARKANSAS

MICHAEL BENSON, MATERIALS ENGINEER
*%*% SOIL SURVEY / PAVEMENT SOUNDING TEST REPORT **#

SEQUENCE NO. - 6
MATERIAL CODE - SSRVPS
SPEC. YEAR - 2003
SUPPLIER ID. - 1
COUNTY/STATE - 04
DISTRICT NO. - 09

PIT/QUARRY - ARKANSAS
LOCATICN - BENTON COUNTY DATE SAMPLED - 11/02/09
SAMPLED BY - D.XRAFT DATE RECEIVED - 11/09/09
SAMPLE FROM - TESTHOLE DATE TESTED - 11/24/09
MATERIAL DESC. - 80IL SURVEY - R VALUE- PAVEMENT SOUNDINGS
LAB NUMBER - 20093168 - 200931659 - 20093170
SAMPLE ID - g861 - Ss8ez - 5863
TEST STATUS - INFORMATICON ONLY - INFORMATION ONLY - INFORMATION CNLY
STATION - 155400 - 155+00 - 155400
LOCATICN - 7'LT -~ 7'RT ~ 41'RT
DEPTH IN FEET - 0-5 _ 0-2.5% ~ 0-5
MAT'L COLOR - RED . RED _ RED
MAT'L TYPE - - -
LATITUDE DEG-MIN-SEC - 36 25 4.40 " 36 25 4.40 % 36 25  4.20
LONGITUDE DEG-MIN-SEC - 94 04 5.70 94 04 5.50 94 04 5.20
% PASSING 2 IN. - z s
11/2 IN. - = -
3/4 IN. - = -
3/8 IN. - - -
NO. 4 - 100 ~ 100 ~ 100
NO. 10 - 97 . 96 _ 99
NO. 40 - 86 - 84 - 98
NO. 80 - 79 - 77 - 54
NO. 200 - 71 70 80
LIQUID LIMIT - 27 - 26 - 24
PLASTICITY INDEX - 12 - 10 - 5
AASHTO SOIL -  BA-6(6) - A-4(5) T A-4(2)
UNIFIED SOIL - - B
% MOISTURE CONTENT - 20.8 15.8 B L
ACHM SURFACE (IN) - 5.25W - 6.5W - L
AGG BASE CRS CL7 (IN) - 6.0 # 6.0 o

REMARKS - Z=AUGER REFUSAL, W=MULTIPLE LAYERS, X=STRIPPED

- LOCATIONS MEASURED FROM CENTERLINE OF CONSTRUCTION

AASHTO TESTS : T24 T88

T89 T90 T265





