ARKANSAS DEPARTMENT OF TRANSPORTATION
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. ARKANSAS DEPARTMENT
OF TRANSPORTATION

SUBSURFACE INVESTIGATION

STATE JOB NO. 100998

FEDERAL AID PROJECT NO. NHPP-0047(75)

DITCH NO. 13 STR. & APPRS. (S)

STATE HIGHWAY 151 SECTION 1

IN MISSISSIPPI COUNTY

The information contained herein was obtained by the Department for design and
estimating purposes only. Itis being furnished with the express understanding that said
information does not constitute a part of the Proposal or Contract and represents only the
best knowledge of the Department as to the location, character and depth of the materials
encountered. The information is only included and made available so that bidders may
have access to subsurface information obtained by the Department and is not intended
to be a substitute for personal investigation, interpretation and judgment of the bidder.
The bidder should be cognizant of the possibility that conditions affecting the cost and/or
guantities of work to be performed may differ from those indicated herein.















ARKANSAS STATE HIGHWAY AND TRANSPORTATION DEPARTMENT

Job No.

Date Sampled:
Date Tested:
Name of Project:
County:
Sampled By:
Lab No.:

Sample ID:
LATITUDE:

MATERIALS DIVISION

AASHTO T 307-99 - RESILIENT MODULUS OF SUBGRADE SOILS
RECOMPACTED / THINWALL TUBE SAMPLES

100998 Material Code SSRVPS
5/6/19 Station No.: LM 0.58
June 4, 2019 Location: 14'LT
DITCH NO. 13 STR. & APPRS. (S)

Code: 47 Name: MISSISSIPPI
FRAZIER / BATES Depth: 0-5
20191431 AASHTO Class: A-7-6 (25)
RV345 Material Type (1 or 2): 2

LONGITUDE:

Mg = K1 (S¢)® (S5)*°

K1= 12,090
K2 = -0.28937
K5 = 0.12307
R?=0.91
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