
12-06-18 SS-306-1 

 Page 1 of 1 

 

ARKANSAS DEPARTMENT OF TRANSPORTATION 

 

SUPPLEMENTAL SPECIFICATION 

 

QUALITY CONTROL AND ACCEPTANCE 

 

 

Division 300 of the Standard Specifications for Highway Construction, Edition of 2014, is 

hereby amended as follows: 

 

The first sentence of the third paragraph Subsection 306.03 Acceptance Testing is hereby 

deleted and the following substituted therefor: 

 

If the material being furnished is crushed stone the Department will furnish the 

PL, LL, and PI for the material, further tests for PL, LL, and PI are waived. 

 


