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ARKANSAS DEPARTMENT OF TRANSPORTATION 
 

SUPPLEMENTAL SPECIFICATION 
 

PORTLAND CEMENT CONCRETE DRIVEWAY 
 
 
Division 500, RIGID PAVEMENT, of the Standard Specifications for Highway Construction, 
Edition of 2014, is hereby amended as follows: 
 
Section 505, PORTLAND CEMENT CONCRETE DRIVEWAY, is hereby modified as 
follows: 
 
The first paragraph of Subsection 505.02(b) Joint Filler is hereby deleted and the following 
substituted therefore: 
 

Material for joint filler shall comply with AASHTO M 213 or a Semi-Rigid Closed-Cell 
Polypropylene Foam, Preformed Expansion joint filler that meets ASTM D8139.  
Materials meeting ASTM D8139 shall be accepted on the basis of the manufacturer’s 
certificates in accordance with these specifications and acceptable performance on the 
project. 

 


