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ARKANSAS DEPARTMENT OF TRANSPORTATION 

 

SUPPLEMENTAL SPECIFICATION 

 

REINFORCING STEEL FOR STRUCTURES  

 

 

Section 804 of the Standard Specifications for Highway Construction, Edition of 2014, is hereby 

amended as follows: 

 

Subsection 804.02 Materials (b) Wire and Wire Fabric is hereby deleted and the following is 

substituted therefor:  

 

(b)  Wire and Welded Wire Reinforcement.  Wire, when used as reinforcement in concrete, 

shall conform to the requirements of AASHTO M 336.  For plain wire, Grade 70 shall be furnished 

unless otherwise specified. 

 

Welded wire reinforcement, when used as reinforcement in concrete, shall conform to the 

requirements of AASHTO M 336.  For welded wire reinforcement, Grade 65 shall be furnished 

unless otherwise specified.  The type of welded wire reinforcement shall be approved by the 

Engineer.  

 


