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ARKANSAS DEPARTMENT OF TRANSPORTATION 

 
SUPPLEMENTAL SPECIFICATION 

 
CEMENT 

 
 

Section 307 of the Standard Specifications for Highway Construction, Edition of 2014, is 
hereby amended as follows: 
 
The following is added as the last bullet of the first paragraph of Subsection 307.03, 
Materials. (b) Cement. 
 

• Portland-Limestone Cement, AASHTO M240, Type 1L.  Type 1L shall have a 
limestone constituent greater than 5 percent and less than or equal to 15 percent 
by mass of blended cement. 

 
 
 
 

   

 

 
 


